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MomopHoe macno

ITACIIOPT IIPOJIYKTA

Q8 T 520 20W-50

MuHepanbHoe MomopHoe macso, coomeemcmeyloujee mpe6osanusim APl CG-4, 0ns msdiceabix ycaoeuii 3kcniyamayuu

OnucaHue

Q8 T 520 20W-50 - momopHoe macno 045 msiiceablx ycaoguil IKcnayamayuu. 3mom yHu8epCanbHbill npodykm obecneuugaem XopouLyro
CMA3Ky noc/e xo100H020 NyCKd, Umo MUHUMU3SUPYem u3HOC 0gu2amesisi, Npensmecmeayem Koppo3uu u 3awjuujdem om pHcaguuHbl.
IIpegocxodum cmandapmbit uucmomsi nopwhs APl CG-4.

C¢epbl npumeHneHus

Q8 T 520 20W-50 paspabomato 01 aemobycos, 6HedoposicHOU U 8oeHHoU mexHuKu. OHO nodxodum 0451 Ou3enbHbIX 0guzamenell
Haodyeom u 6e3 Heeo, ¢ oxaaxcoeHueM Haodyea uau 6e3 makoeozo, U Modicem makdice NPUMEHSIMbCS 8 KOMMepUecKol Uuu 8HeOOPONHCHOU
MeXHUKe.

IIpeumywecmea

o YayuwenHas 3awuma dguzamess nocae X0100HO20 NycKd.
o DcppexkmusHas 3awjuma om pHcasuUHbl U KOPPO3UU.

o HpeeocxoGHaﬂ 3awjuma om usHoca dgueamensi.

TexHU4ecKue Xapakmepucmuku, pekoMeHOayuu u 00nycKu

API CG-4
Ceoticmea

Cnocob EouHuya TunuuHble
Inomuocmn, 15 °C D 4052 g/ml 0,891
Knacc esizkocmu - - SAE 20W-50
Kunemamuueckuii koappuyuenm esiskocmu, 40 °C D 445 mm?/s 171.8
Kunemamuueckuti koappuyuenm esiskocmu, 100 °C D 445 mm?/s 1887
BsiskomemnepamypHbill nokasamesnb D 2270 - 124
[Tonycmumas eszkocmo, -15 °C D 5293 mPa.s 8200
Obuwjee wenouHoe Yucao D 2896 mg KOH/g 8.5
Touka nomepu meKyuecmu D97 °C -18
Temnepamypa socnaameneHus, P-M D93 °C > 200
CynbbamHas 3o1a D 874 % mass 1.11

The figures above are not a specification. They are typical figures obtained within production tolerances.

YcroniuuBoe pa3Butue

= we
YenepooHnlii cred npodykma (PCF), om cbipbsi 00 8bixoda u3 npouszgoocmea (Ha F
cospemenHom npeonpusimuu Q80ils e Beaveuu), s Q8 T 520 20W-50 cocmaensem 1.36 { Q ta ke
kg CO-eq / kg. )\\
Q

Toorcanyticma, cescumecs ¢ Q8OIIS, umobbl y3Hampb 6onblie 0 NOA0HCUMENbHOM C q re
8030elicmeuu Ha oKpyJxcaiowyio cpedy, 'nonoxcumensHom ciede ", 3mozo npodykma. =
/Tns nonyueHusi dononHumensbHol uHopmayuu nepetioume no ccblike
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